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Gas-caused defects and problems
HERBEPRTSERESIENTRR
OHEARES : VIVIN— B8 T ¥3—h. )\, etc.
Molding defects : silver, discoloring, burn,short shot, flashing
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Affect to mold : stain, vent clogging = frequent maintenance required
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Above troubles are reduced and yield is improved.
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Just a SAG screw solves gas-caused problems.
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With its unique design, the SAG screw suppresses shear heat generation in the SAG #24F \

plastication process with no other equipment required.
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Big difference between SAG and ordinary screws ##RAHSEEL. REPENES
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Ordinary screw & 45424F SAG screw  SAG $2#F
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Mold after
one month use
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Mold maintenance frequency Every two days No need after 90 days use
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